
 Ei = 4.303 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

LiNbO3 (0,3,0) 4.171 75.8 211.946 225.7 1.089 245.8 13.61 246.18

LiNbO3 (0,-3,0) 4.171 75.8 210.768 225.7 1.089 245.8 13.61 246.18

LiNbO3 (1,-3,4) 4.091 71.93 111.284 127.5 1.404 179.06 17.55 179.92

LiNbO3 (1,2,-4) 4.091 71.93 104.788 127.5 1.404 179.06 17.55 179.92

Quartz (-1,-1,3) 4.267 82.61 59.119 70.5 0.558 39.37 6.98 39.99

Quartz (-1,2,-3) 4.267 82.61 59.117 70.5 0.558 39.37 6.98 39.99

Quartz (2,-1,-3) 4.267 82.61 59.108 70.5 0.558 39.37 6.98 39.98

Quartz (2,-1,3) 4.267 82.61 59.094 70.5 0.558 39.36 6.98 39.97

Quartz (-1,2,3) 4.267 82.61 59.091 70.5 0.558 39.36 6.98 39.98

Quartz (-1,-1,-3) 4.267 82.61 59.09 70.5 0.558 39.36 6.98 39.98

Quartz (1,1,-3) 4.267 82.61 49.895 70.5 0.558 39.37 6.98 39.99

Quartz (1,-2,3) 4.267 82.61 49.894 70.5 0.558 39.37 6.98 39.99

Quartz (-2,1,3) 4.267 82.61 49.884 70.5 0.558 39.37 6.98 39.98

Quartz (1,-2,-3) 4.267 82.61 49.879 70.5 0.558 39.36 6.98 39.98

Quartz (1,1,3) 4.267 82.61 49.878 70.5 0.558 39.36 6.98 39.98

Quartz (-2,1,-3) 4.267 82.61 49.868 70.5 0.558 39.36 6.98 39.97

Sapph (0,1,8) 4.104 72.51 41.032 49.5 1.356 67.12 16.95 69.23

Sapph (1,2,2) 4.093 72.03 9.581 19.2 1.395 26.83 17.44 32

(-3,1,2), (-3,2,-2)

no Si, Ge reflections available

Equiv. Refl.: (3,-3,0), (-3,0,0)

Equiv. Refl.: (3,0,0), (-3,3,0)

Equiv. Refl.: (2,1,4), (3,-1,4), (-1,-2,4), (-2,3,4), (-3,2,4)

Equiv. Refl.: (2,-3,-4), (3,-2,-4), (-1,3,-4), (-2,-1,-4), (-3,1,-4)

Equiv. Refl.: (0,-1,-8), (1,0,-8), (1,-1,8), (-1,0,8), (-1,1,-8)

Equiv. Refl.: (1,-3,-2), (2,1,-2), (2,-3,2), (3,-1,-2), (3,-2,2), (-1,3,2), (-1,-2,-2), (-2,3,-2), (-2,-1,2)


